Table A.1 Port Canaveral Nearshore Diéposal : Pre-Project Sediment Samples (NAT-XX)
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. Florida Percent Passing Estimated
Sample State Plane Shell Content
Coordinates (ft) No.40 | No.60 | No.80 | No.100 | No.140 | No.170 | No.200 | No. 230 (%)
NAT-1 | E 628,644 N 1,454,500 | 99.9 996 99.0 979 | 582 33.2 19.8 12.6 0.1-0.25
NAT-2 | E628,564 N 1,452,700 | 988 | 97.8 | 96.9 94.8 46.8 29.4 16.8 10.4 1.2-1.7
NAT-3 | E 628,483 N 1,450,900 | 99.8 98.8 97.8 96.5 38.8 25.0 11.8 8.0 0.2-0.7
NAT-4 | E 628,363 N 1,448,200 | 99.7 | 988 | 98.2 97.6 56.3 37.3 17.2 11.6 0.3-0.8
NAT-5 | E 628,282 N 1,446,400 | 99.8 | 983 | 97.2 96.6 53.2 30.2 17 .4 9.8 0.2-1.0

*SAMPLING DATE : MARCH 18, 1992
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Figure 5.1 Grain Size Distribution : Series NAT-XX and Composite.






